CSI

REPORT No.:

Canadian Softwood Inspection Agency, Inc.

Grade Inspection Report

Client:

Manufacturer:

Location:

Productl:

Welco
Western Cleanwood
Surrey, BC

Hem-Fir Lumber

Job Number / Name:

Client P/O Number:

Manuf. P/O Number:

Specification:

Est. Delivery:

Inspection Dale(s):

Lacombe County

Welco
NLGA No. 1 (10 - 15% No. 2)
February 17, 2015

QUANTITY ' SIZE/CLASS LENGTH DESCRIPTION QUANTITY SIZE/CLASS LENGTH DESCRIPTION

720 3x12 16 -9 3x12 16 Reject
486 3x12 20 -3 Ix12 20 Reject

COMMENTS:!

No. of Pieces Required: Mark on Accepted Pieces: CSI

Previously Accepted:

Accepled This Report: 1194

ACCEPTED TO DATE: 1194 Inspector: George Nickerson




CSli

-

REPORT No.: 1

Canadian Softwood Inspection Agency, Inc.

Grade Inspection Report

Cllent: Welco Lumber Corp. Job Number / Name:  Lacombe
Manufacturer:  'Western Cleanwood Client P10 Number: 253372
Location: Surrey, BC Manuf. P/0 Number:  Welco
Product: Hem-Fir Lumber Specification: NLGA - No. 2&btr
Est. Delivery: Inspection Date(s): June 11, 2014
QUANTITY SIZE/CLASS LENGTH DESCRIPTION QUANTITY SIZEICLASS LENGTH DESCRIPTION
720 3x12 20
COMMENTS!
No. of Pieces Required: Mark on Accepted Pleces: CSI
Previously Accepted:
Accepted This Report: 720 .
ACCEPTED TO DATE: 720 inspector: George Nickerson




I REPORT No.: 1
C S : . RECUTREC:

Canadian Softwood Inspection Agency, Inc.

Grade Inspection Report

Client: U_) BLLO Job Number / Name: [.fzto M bz
- l‘ »
Manutacturer: | 25577 21N £ Lz AN O Client P/O Number: 23 057
Location: SULRE , o Manuf. P/O Number: D;-( LCO
3 ?

Product: .LJ\F‘;_- MmER LL/”\z(fj j—',,E___ Specification: NLAA (Jg { QO "3/7" “l B ')‘)
Delivery Date: Inspection Date: .Q'U C ‘ ')-7 ul

QUANTITY | SIZE/CLASS LENGTH = DESCRIPTION QUANTITY SIZE/CLASS® LENGTH DESCRIPTION

176 3w (L 2 ) P Far,
COMMENTS:

No. of Pieces Required:

Previously Accepted:

Accepted This Report: g
ACCEPTED TO DATE: 7 7 }
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REPORT No.: 1

Canadian Softwood Inspection Agency, Inc.

Grade Inspection Report

Client:

n
Ui

Job Number / Name:

Laceane Coavireg
{

2eb e A

3 3
Manufacturer: e 77404 (L;’ I LR Ciient P/O Number:
Location: LY ,{ (- Manuf. PO Number: [ \Jiy ¢ ,

' Y 1 2
Product: ST NS LT LI Specification: JL & ,‘)t Ne l\ (’\k- “\ /i e 33

— . 1 . _—
Delivery Date: __j_(..j3. —2/~ & Inspection Date: f"\ A o R SR
QUANTITY SIZE/CLASS LENGTH DESCRIPTION QUANTITY SIZE/CLASS LENGTH DESCRIPTION

FALL x\) cod ~

)

« o : \ '_‘ . } . . 1
HEEa b Qg | 3L
Haf S Tan
L v Do — .2 2,03 Do
/
COMMENTS!
No. of Pleces Required: Mark on Accepted Pieces: CSI
Previously Accepted:
Accepted This Report: 6(3‘—4{ o~ -
(:')F',t-;;‘&z (! C st _()\—\ .\J

ACCEPTED TO DATE:

Inspector:




CSI

REPORT No.: 1

Canadian Softwood Inspection Agency, Inc.

Grade Inspection Report

Client: Welco Lumber Corp.
Manufacturer:  Western Cleanwood
Location: Surrey, BC

Product: Hem-Fir Lumber

Est. Delivery:

Job Number / Name:

Client P/O Number:

Manuf. P/O Number:

Specification:

Inspection Date(s):

243894
Welco

NLGA
October 4, 2013

QUANTITY SIZE/CLASS LENGTH DESCRIPTION

QUANTITY SIZE/CLASS

LENGTH DESCRIPTION

36 3x12 16
349 3x12 20

COMMENTS:!

No. of Pieces Required:
Previously Accepted:
Accepted This Report:
ACCEPTED TO DATE:

385
385

Mark on Accepted Pieces:

Inspector:

CSi

George Nickerson




CSI

REPORT Mo.: 1

Canadian Softwood Inspection Agency, Inc.

Grade Inspection Report

Client: ARy _ Job Numbar / Neme: Lf'if oMbz
Menutsctorer:  {; J255T 7 2N, C}__g’jh\f .‘QDU‘DA Glient PO Numiser: :? %"}Q:;'T S S -
Location: n:)UlL..hﬁts- ‘Pf... S Manuf. PO Number: Qm’.b‘:o I
Product: __-L-\&H FR LV;MJ;{;,{L Spacilication: MLGA ¢ Jﬂ L. .GE_.‘_'; .\ﬁ* , '.',l .'.";)
Delivary Date: Inspection Dote: )&'U Ca '577 I 2.

QUANTITY SIZE/CLASS, LENGTH DESCRIPTION | QUANTITY SIZEICLASS LENGTH _ DESGRIPTION

- 0 Sy fs s T !

’1’1;,, 3*;,; ik, SR T 1 T CREIEET.
- G e e S e i - i e
) —— -.E:_; i - ..:i-

COMMENTS!

No. of Ploses Raqulied:
Praviousty Accepled:
Acceplad This Report:
ACCERTED TO-DATE:

973

CSl

Mamonnc? . . _
j ¢ 63“435.; kasm




